
FINAL REPORT

CERTIFICATE No.:

TEST CERTIFICATE OF:

PRODUCED AT:

TESTED AT:

SAMPLE IDENTIFICATION:

DATE SAMPLED:

PROPERTY

Chemical Composition  (AS 4489.5.1)

CaO 73.0 %

MgO 0.8 %

Al2O3 0.4 %

SiO2 0.8 %

K2O 0.1 %

Fe2O3 0.2 %

LOI  (AS 4489.7.1) 24.7 %

Free Moisture  (AS 4489.8.1) 0.6 %

ALI as Ca(OH)2  (AS 4489.6.1) 93.7


